
Catalogue of the Chaff Temper sherds that were analyzed with COLORMOD 

Each entry illustrates the original scanned image of the sherd section (with corresponding UGR
photograph numbers), the same image cropped for analysis, and the last, most fully analyzed
version resulting from the COLORMOD application, complete with the respective modal results
list. The modal values are expressed as percentages of the total image field.

A16q852p14f190: Bowl; Phase 5

https://urkesh.org/MZ/A/A16/D/Qp/085214.HTM
https://urkesh.org/MZ/A/TCR/TEXTS/A2/ware-ch.htm#phase-5-sherd-illustrations

 
Scanned section (photo # V22q1614) Cropped section COLORMOD image

MODAL RESULTS LIST

    Name        %       Sigma           R       G       B     

    calcite   02.56     00.01        184-255 161-248 107-238 
    gray/core 31.35     00.02        134-172 129-165 110-137 
    pore      02.34     00.01        007-082 007-072 000-047 
             ------
    Sum       36.26

A16q899p8f289: Carinated bowl with pouring/mending hole?; Phase 5 

https://urkesh.org/MZ/A/A16/D/Qp/089908.HTM
https://urkesh.org/MZ/A/TCR/TEXTS/A2/ware-ch.htm#phase-5-sherd-illustrations

Scanned section (photo # V22q1644) Cropped section COLORMOD image

MODAL RESULTS LIST



    Name        %       Sigma           R       G       B     

    calcite   01.83     00.01        176-255 170-250 144-218 
    quartz    01.56     00.01        069-115 070-109 050-091 
    pore      05.30     00.02        035-123 028-111 010-071 
    feldspar  04.77     00.02        138-153 117-140 088-111 
             ------
    Sum       13.45

A14q460p10f193: Shape? ; Phase 5 

  
Scanned section (photo # V22q1405)  Cropped section COLORMOD image

MODAL RESULTS LIST

    Name        %       Sigma           R       G       B     

    calcite   05.68     00.09        208-253 188-229 145-187 
    feldspar  04.74     00.08        131-176 128-169 109-151 
    pore      00.48     00.03        053-119 045-105 024-070 
    quartz    02.68     00.06        095-168 093-149 071-107 
             ------
    Sum       13.58 

A14q573p1f242: Necked Jar?; Phase 5

Shape comparandum: A10q262p7f134 
https://urkesh.org/MZ/A/TCR/TEXTS/C1/Ur3/Ur3-intro.htm

Scanned section (photo # V22q1420) Cropped section COLORMOD image

MODAL RESULTS LIST

    Name        %       Sigma           R       G       B     



    calcite   06.22     00.05        103-206 109-187 099-166 
    pore      07.16     00.06        000-038 002-041 000-032 
    gray/core 34.39     00.12        050-112 056-110 042-087 
             ------
    Sum       47.77

A15q858p5f399: Deep bowl; Phase 6

Shape comparandum: A16q278p1f110
https://urkesh.org/MZ/A/a16/d/qp/027801.htm
https://urkesh.org/MZ/A/TCR/TEXTS/C1/Khabur/kh-bowls.htm#deep

 
Scanned section (photo # V20q1514) Cropped section COLORMOD image

MODAL RESULTS LIST

    Name        %       Sigma           R       G       B     

    calcite   04.93     00.02        122-199 115-186 077-178 
    quartz    07.10     00.02        053-079 057-088 045-078 
    pore      14.80     00.03        002-077 000-067 000-052 
    feldspar  05.26     00.02        095-118 094-109 076-093 
             ------
    Sum       32.09

  


